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Rev: 00

Date lssued :

L a b  N u m b e r :

P O  N u m b e r :
Location of Test:

Date Tested :
F i l e  N u m b e r :

Revision Date :PH: (214) 774-4502 FX: (214\ 432-5963
*Red corrosion was noted on the stone samples. More on the natural stone than the Arriscraft. This corrosion appeared in
the f i rs t  24 Hours and d id not  grow. The only ef fect  i t  had on the a luminum was sta in ing.

Exposure Time: 1008 hours

Process Specif ication(s):
Spec: N/A, Report Only

Photoqraph(s) :  N/A

Test Method Rev

ASTM B  117 -09

Equipment :
Singfeton - SN: SCCH22-8528

Support Method:

Plast ic Rack

Clean ing  Me thod :

Running Water

Part #: N/S Descript ion: Samples

Results:
S a m p l e

1-3  No B locks

1-3  Natura l  L imes

1-3 Arriscraft cals

(Mi l i tary T ime)

lDate In Time Inl lDate OuUTime Outl

05/06/2010 09:00 0611712010 09:00

0510612010 09:00 0611712010 09:00

05/06/2010 09:00 0611712010 09:00

Resul ts

No Corros ion on s igni f icant  areas

No Corros ion on s igni f icant  areas

No Corros ion on s igni f icant  areas*

Status

N/A

N/A

N/A

Disposi t ion:  F

of the indicatpd tests

Accreditatiod Certit ic

AADFW, IN;\

Only,  based only on data reported above. I certify that these are accurate and true results
I n i th the AADFW QA Manual and AADFW test Procedures. A2LA

01 in th Fie ld of  Test ing.

Jeremy Wilson, E.l.  T., Metal lurgist
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